
Material Test Report Summary

Summary of routine in-house material and coating checks. Full reports issued on request.

Stainless Steel Frame Tube

- Grade 304, wall thickness 1.0 / 1.2 mm verified by gauge

- Weld bead inspection: no undercut, no porosity observed

- Load test: static load 120 kg held 24 h without deformation

Powder Coating

- Adhesion cross-cut test 4B or better

- Coating thickness 60-90 microns measured at 10 points

- Salt spray resistance 96 h with no red rust on face surfaces

HDPE Panels

- Impact resistance drop test passed at -10 C and +40 C

- Surface finish free of flow marks and sink marks

- Food-contact-grade additive options available

Traceability

- Each batch logged with heat number, coating lot and assembly line

- Retention samples kept 12 months

- Third-party inspection (SGS / BV) can be arranged


